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Abstrak 

 

Masalah yang sering dihadapi oleh setiap perusahaan pelayaran adalah terjadinya 

korosi yang tinggi pada setiap kapal. Korosi plat baja kapal merupakan fenomena yang 

tidak dapat dihindari tetapi dapat dihambat atau dikendalikan untuk mengurangi kerugian 

dan mencegah dampak negatif yang diakibatkannya. Seperti korosi yang terjadi pada plat 

tank top. Korosi pada plat tank top kapal dapat mengakibatkan turunnya kekuatan untuk 

menahan beban. Teknik yang digunakan dalam tugas akhir ini adalah melakukan 

pengukuran tebal ,selisih berat dan laju korosi plat tank top dengan menggunakan hasil 

data Ultrasonic Test. Berdasarkan hasil perhitungan untuk mengetahui laju korosi pada 

tank top . Pada perhitungan pengurangan tebal plat diketahui lajur B pada Portside 

mengalami pengurangan tebal yang paling extrem sebesar 44.62%. Untuk selisih berat 

diketahui lajur B pada Portside mengalami selisih berat sebesar 1,118,609 gr. Dan untuk 

laju korosi sama halnya dengan hasil perhitunga sebelumnya yaitu terjadi dilajur B pada 

Portside dengan besaran laju korosi 0.019 cm/th. 

 

 

Kata kunci : laju korosi dan ultrasonic test 

  

  
          

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 



 

ABSTRACT 

 

ANALYSIS OF CORROSION RATE SPEED ON TANK TOP PLATE 

 

By: Helmi Aji Maulana 

2013.1334.027 

Problem was often encountered by each shipping company that was a high 

occurrence of corrosion on each ship. Corrosion of steel ship plate is a phenomenon that 

cannot be avoided but it can be inhibited or controlled to reduce losses and prevent the 

negative impacts they cause such as corrosion occurring at the tank top plate. The 

corrosion on the tank top ship can make in lower strength to withstand the loads. The 

technique was used in this thesis was to perform thickness measurements, the difference 

in weight and the rate of corrosion of the tank top plate by using data result of Ultrasonic 

Test. Based on the results of the calculation determined the rate of corrosion of the tank 

top. In the calculation of the reduction of plate thickness was known lane B at Portside 

experiencing the most extreme thickness reduction of 44.62%. For the difference in 

weight was known lane B at Portside experience the difference in weight of 1,118,609 

grams. Therefore the corrosion rate as well as the results of the previous count occured in 

the line B at Portside with the amount of corrosion rate of 0.019 cm / yr. 

 

 

Keywords: corrosion rate and ultrasonic test
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