LAMPIRAN

Mill Test Certificate

R #
Certificate Mo.. 1083102P-1  Dabe of IssuecApril 13, 2019
Customer: PT. SUTINDO RAYA MULIA 5 Commodity: HOT ROLLED STAIMLESS STEEL FLAT BAR
Involee Mo.: H302 LG Nou: . Specification: ASTM AZTE/A4E4 -
invoice Date:  April 18, 2018 Grada: 304 Finish: NO.1
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40 [Smesitks] x 20mm x 8000w 501 2755 i HOL1 PADE] B020ET
Chemical Compaosition (%) Mechanical Test
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T.5: Tensile Strength

Motes: ¥

Visual Inspection|Surfacs) and Dimansion Check. 0%

This certificate i issued according to EN10204 5.1

We hereby certify that the material described herain has been made in accordance with the rules of the contract



